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Relaxors exhibit exceptional
piezoelectric properties.

Numerous device applications:  Medical 
ultrasound, sonar, loudspeakers, automobile 
air bags, positioning devices, quartz clocks, 

Why Study Why Study 
Relaxors?Relaxors?

air bags, positioning devices, quartz clocks, 
computer hard drives …

For devices – important quantity is 
the piezoelectric coefficient d33.

Typical piezoelectrics like SiO2 (quartz), 
LiNbO3, LiTaO3: d33 < 50 pC/N.



S.S.--E. Park and T. R. ShroutE. Park and T. R. Shrout
J. Appl. Phys. J. Appl. Phys. 8282, 1804 (1997), 1804 (1997)
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Why Study Why Study 
Relaxors?Relaxors?

Lead oxide relaxors exhibit record
piezoelectric coefficients d33.

Y. Guo et al.,Y. Guo et al.,
J. Phys.:  Condens. Matter J. Phys.:  Condens. Matter 1515, L77 (2003), L77 (2003)
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Park and Shrout Park and Shrout --
JAP ’97:  Piezoelectric propertiesJAP ’97:  Piezoelectric properties

(1,069 citations)

Growth of Growth of 
Relaxor PubsRelaxor Pubs

Data from Web 
of Science

LE Cross LE Cross --
Ferroelectrics ’87: Relaxor reviewFerroelectrics ’87: Relaxor review

(1,583 citations)



Huge dielectric constant (ε for PbTiO3 ~1000)

Large frequency dispersion – hence “relaxor”

No zero-field
transition

PMN stays 
cubic to 4 KPb O

Basic Properties 
of Relaxors

PbMg1/3Nb2/3O3 (PMN)

Z.Z.--G. Ye and A. A. Bokov (Unpublished)G. Ye and A. A. Bokov (Unpublished)

Mg2+ / Nb5+ � Random fields



1st order 2nd order Diffuse

Ferroelectric Ferroelectric 
Phase TransitionsPhase Transitions

Tm

From D. Damjanovic, Rep. Prog. Phys. 61, 1267 (1998).From D. Damjanovic, Rep. Prog. Phys. 61, 1267 (1998).

PbMg1/3Nb2/3O3PbTiO 3 CdTiO 3



Monochromator           
(λi = 2dSinθM)

Neutron beam

Reactor

TripleTriple--Axis Axis 
SpectrometerSpectrometer

Type of instrument used most 
commonly during our studies.

Sample

Analyzer           
(λf = 2dSinθA)

Detector             
I ~ S(q,ω)

2θM

2θS

2θAki
kf



(1) Neutron scattering experiments measure the flux of neutrons 
scattered by a sample into a detector as a function of the change 
in neutron wave vector (Q) and energy (hω).

EnergyMomentum
Φ(Q,hω) = neutrons

sec–cm2

Basics of Neutron Basics of Neutron 
ScatteringScattering

(2) The expressions for the scattered neutron flux Φ involve the 
positions and motions of atomic nuclei or unpaired electron spins.

EnergyMomentum

hQ = hki - hkf hω = hωi - hωf

hωn = h2kn
2/2mhk = h(2π/λ)

Φ provides information about 
all of these quantities!Φ = F{ri(t), rj(t), Si(t), Sj(t)}

2θ2θ2θ2θ



(3) The scattered neutron flux Φ(Q,hω) is proportional to the space (r) and 
time (t) Fourier transform of the probability G(r,t) of finding one or two 
atoms separated by a particular distance at a particular time.

dtrdtrGe trQi rrrr
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Basics of Neutron Basics of Neutron 
ScatteringScattering

dtrdtrGe trQi rr 3)( ),(∫∫
−⋅∝

∂Ω∂
∂∝Φ ω

ω
σ

Time space

ω
2π/T

ω-space

d

Real space

Q
2π/d

Q-space

~1/ξ ~1/Γ

T

time

Φ Φ

ξ Γ



Length Scales and Time Scales
NCNR Facility: NCNR Facility: 
Instruments UsedInstruments Used

10-12 s < τ < 10-9 s 

10 A < l < 104 A 
o o

Thermal Neutrons

Cold Neutrons



Because neutron scattering is an intensity limited technique.  Thus detector 
coverage and resolution MUST be tailored to the science.

Uncertainties in neutron wavelength 
and direction imply that Q and hhhhωωωω can 
only be defined with finite precision.

NCNR Facility: NCNR Facility: 
Instruments UsedInstruments Used

Why use so many spectrometers?

only be defined with finite precision.

Courtesy of R. Pynn

The total signal in a scattering 
experiment is proportional to the 
resolution volume � better resolution 
leads to lower count rates!  One must 
choose carefully …

∝



NeutronX-ray

Q-Resolution Matters!

The “right” resolution depends on what you want to st udy.

Wave vector (Q) Wave vector (Q) 
ResolutionResolution

Neutron

-0.050 -0.025 0.025 0.0500.000

q (A-1)

X-ray

-0.050 -0.025 0.025 0.0500.000

q (A-1)



∆∆∆∆E = 1500 µµµµeV

∆∆∆∆E = 100 µµµµeV

C5

C5
1000

YBa2Cu3O6.35
Tc = 18K

Magnetic order occurs

“Elastic” Bragg Peak Intensity

Energy (hEnergy (hωω) ) 
ResolutionResolution

hω-Resolution Matters!

∆∆∆∆E = 80 µµµµeV

∆∆∆∆E = 0.8 µµµµeV
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Magnetic order occurs
at Q = (1/2,1/2,2).

But what is TN?

A “fatter” energy resolution integrates 
over low-energy fluctuations …
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ShortShort--Range Order:Range Order:
Diffuse ScatteringDiffuse Scattering

Strong, temperature dependent diffuse scattering.

Responds strongly to electric field � polar in nature.

G. Xu, G. Shirane, J.R.D. Copley, P. M. Gehring, G. Xu, G. Shirane, J.R.D. Copley, P. M. Gehring, 
Phys. Rev. B Phys. Rev. B 6969, 064112 (2004)., 064112 (2004).

G. Xu, P. M. Gehring,  G. Shirane,G. Xu, P. M. Gehring,  G. Shirane,
Phys. Rev. B Phys. Rev. B 7272, 214106 (2005)., 214106 (2005).
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ShortShort--Range Order:Range Order:
Diffuse ScatteringDiffuse Scattering

“Butterfly” pattern arises from <110> “rods” in 3D.

Different shapes result from neutron structure factor.

G. Xu, H. Hiraka, Z. Zhong, G. Shirane, Phys. Rev. B G. Xu, H. Hiraka, Z. Zhong, G. Shirane, Phys. Rev. B 7070, 174109 (2004). , 174109 (2004). 
T.R. Welberry T.R. Welberry et alet al. Appl. Cryst. (2005). . Appl. Cryst. (2005). 

G. Xu, G. Shirane, J.R.D. Copley, P. M. Gehring, Phys. Rev. B G. Xu, G. Shirane, J.R.D. Copley, P. M. Gehring, Phys. Rev. B 6969, 064112 (2004). , 064112 (2004). 
H. Hiraka, S.H. Hiraka, S.--H. Lee, P. M. Gehring, G. Xu, G. Shirane, H. Lee, P. M. Gehring, G. Xu, G. Shirane, Phys. Rev. B Phys. Rev. B 7070, 184105 (2004)., 184105 (2004).
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G. Burns and F. H. Dacol, G. Burns and F. H. Dacol, 
Solid State Commun. Solid State Commun. 4848, 853 (1983)., 853 (1983). Light

Neutron

Temperature Scales Temperature Scales 
in PbMgin PbMg1/31/3NbNb2/32/3OO33

Tc = Curie Temperature

Td = Burns Temperature
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Temperature Scales Temperature Scales 
of Relaxorsof Relaxors

Two characteristic temperature scales in relaxors.

Burns temperature Td – onset of 
short-range, polar correlations, 
aka “Polar Nanoregions” (PNR).

Size ~ ξ ?

Polar Nanoregions (PNR)

Curie temperature Tc – onset of 
long-range, polar correlations �
change of crystal symmetry.

Different values of Td and 
opinions of the number of 
relevant temperature scales �
reassess Td …



Reassessment of Reassessment of 
Burns TemperatureBurns Temperature

Examined diffuse scattering with high energy resolution.

Found that Td = 420 K (not 620 K).

Td = 420 K

P. M. Gehring P. M. Gehring et alet al.,.,
(submitted to Phys. Rev. B)(submitted to Phys. Rev. B)

Td



Td = 420 K

Comparison with Comparison with 
Dielectric ConstantDielectric Constant

Revised Td is in excellent agreement 
with Curie-Weiss temperature .

0

1

ε

D. Viehland et al.,D. Viehland et al.,
Phys. Rev. B Phys. Rev. B 4646, 8003 (1992)., 8003 (1992).



E = 8 kV/cm // [111]

Does Diffuse Does Diffuse 
Reflect TReflect Tcc??

The Curie temperature is reflected in the 
diffuse scattering response to an electric field.

Bragg peak
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Effect of Diffuse on Effect of Diffuse on 
Thermal ExpansionThermal Expansion

Strong thermal expansion is seen above Td.

Anomalous Invar-like effect is seen below Td.

P. M. Gehring,  W. Chen, Z.P. M. Gehring,  W. Chen, Z.--G. Ye, G. Shirane,G. Ye, G. Shirane,
J. Phys.:  Condens. Matter J. Phys.:  Condens. Matter 1616, 7113 (2004)., 7113 (2004).

Thermal expansion 
is ~ 10-5 1/K.

Td = 420 K

d-spacing changes by less than 
0.001 Angstrom over 400 K

Why does 
this happen?



Real Space Structure Real Space Structure 
of Short Range Orderof Short Range Order

Determined ionic displacements in PMN from 
room temp. diffuse scattering measurements:

δPb = 1.00, δMN = 0.18, δO = -0.64 

S. Vakhrushev S. Vakhrushev et alet al., ., 
Phys. Solid State Phys. Solid State 3737, 1993 (1995)., 1993 (1995).

Key Concept:  PNR are shifted
wrt non-polar (cubic) lattice.

Hirota Hirota et alet al., Phys. Rev. B., Phys. Rev. B 6565, 104105 (2002). , 104105 (2002). 

Hirota et al. proposed an elegant model:

If these result from the soft transverse optic phonon, 
they must conserve the unit cell center-of-mass.  But:

Σ mi δi = 0

δPb = 1.00, δMN = 0.18, δO = -0.64 

δi = δι
CM + δshift, δshift = 0.58 



PNR Response PNR Response 
to E // [001]to E // [001]

Diffuse scattering is robust against strong fields.

But the response is anisotropic � no uniform polar phase.

Gehring Gehring et alet al., Phys. Rev. B ., Phys. Rev. B 7070, 014110 (2004)., 014110 (2004).

Remember (Q .ε)ε)ε)ε)2222



Above Tc

Shifted Polar Shifted Polar 
NanoregionsNanoregions

Shift of PNR is able to explain the 
anisotropic response to an electric field.

Zero-field cooled

Field cooled

The shifted PNR concept also 
provides a plausible explanation 
for the anomalous thermal 
expansion.



Phase Diagram for Phase Diagram for 
PMNPMN--xPTxPT

Rhombohedral Distortion

X-rays observe a cubic to rhombohedral 
distortion for PMN-10%PT.

B. Dkhil B. Dkhil et alet al., Phys. Rev. B ., Phys. Rev. B 6565, 024104 (2001), 024104 (2001)



λ= 1.39 A
E = 8.9 keV
t ~ 10 µm

X-rays:

α = 89.885

Effect of PNR on Effect of PNR on 
Crystal StructureCrystal Structure

Only outermost “skin” region of the 
crystal is distorted.  Bulk remains cubic!

λ= 3.10 A
E = 8.5 meV
t ~ 1 cm

Neutrons:

Resolution
FWHM = 
0.0028 A-1

P. M. Gehring,  W. Chen, Z.P. M. Gehring,  W. Chen, Z.--G. Ye, G. Shirane,G. Ye, G. Shirane,
J. Phys.:  Condens. Matter J. Phys.:  Condens. Matter 1616, 7113 (2004)., 7113 (2004).



Xu Xu et al.et al., Phys. Rev. B (2004), Phys. Rev. B (2004)

Effect of PNR on Effect of PNR on 
Crystal StructureCrystal Structure

Phase diagrams for both PMN-xPT and 
PZN-xPT have since been revised.
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Displacive Transition: Displacive Transition: 
Soft ModesSoft Modes

In PbTiO3 a cubic to tetragonal structural phase 
transition takes place at Tc = 763K.

The lowest-lying TO phonon frequency hωΤΟ � 0 

Shirane Shirane et alet al., ., 
Phys. Rev. B Phys. Rev. B 22, 155 (1970), 155 (1970)

The lowest-lying TO phonon frequency hωΤΟ � 0 
as T � Tc.

This is a phonon instability known as a “soft mode,” 
and is typical of displacive ferroelectrics.

For an antiferroelectric, the zone  boundary 
phonon goes soft.



LyddaneLyddane--Sachs Teller Sachs Teller 
(LST) Relation:(LST) Relation:
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Shirane Shirane et alet al., ., 
Phys. Rev. B Phys. Rev. B 22, 155 (1970), 155 (1970)

Curie-Weiss:

Signature of displacive ferroelectricity …
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Effect of PNR on Effect of PNR on 
TO or TA PhononsTO or TA Phonons

Td = 420 K

Minimum TO energy occurs at Td.

Minimum TA energy occurs at Td.

P. M. Gehring P. M. Gehring et alet al.,.,
(submitted to Phys. Rev. B)(submitted to Phys. Rev. B)

Suggests coupling is 
present.  What kind?



Coupling Effects: Coupling Effects: 
PNR PNR -- TA PhononTA Phonon

Field cooling creates single domain state.

TA phonon is strongly affected where diffuse is strong.

hωωωω

Strong

Weak



(2,2,0) (-2,2,0)

TO phonons are unaffected by PNR.

TA phonons are softer and broader.

TOTO

Effect of PNR on Effect of PNR on 
Phonon DispersionPhonon Dispersion

These data indicate the 
presence of a phase 
instability (soft TA mode).

G. Xu, J. Wen, C. Stock, and P. M. Gehring, G. Xu, J. Wen, C. Stock, and P. M. Gehring, 
Nature Materials (submitted).Nature Materials (submitted).

TATA

instability (soft TA mode).

These data further suggest 
PNR-phonon coupling could 
provide a plausible origin for 
the exceptional piezoelectric 
properties of relaxors …



Intensity profiles of the diffuse scattering
measured along (110).

Width narrows with increasing PT �
increasing correlation lengths; but the

20PT

Correlation Between Correlation Between 
Diffuse and dDiffuse and d3333??

increasing correlation lengths; but the
integrated diffuse intensity increases.

Data are consistent with a maximum of 
the integrated intensity near the MPB 
(~32%).

Diffuse scattering is essentially absent 
for compounds with PT beyond the 
MPB.

Recover critical behavior for 30% and 
40%.

30PT

40PT



Integrated intensity
Correlation Between Correlation Between 
Diffuse and dDiffuse and d3333??

= q-integrated diffuse scattering

Y. Guo et al.,Y. Guo et al.,
J. Phys.:  Condens. Matter J. Phys.:  Condens. Matter 1515, L77 (2003), L77 (2003) Integrated intensity

PbMg1/3Nb2/3O3
%Ti 

content



Suppose that HHeisenberg>HRF>Hcubic

Tc TdIsing

Random Field Model:  Random Field Model:  
Two Temp. ScalesTwo Temp. Scales

At high T the polarization vectors 
(spins) would look like a continuous 
symmetry model in a random field

At low T the “spins” would behave 
more like an Ising model

� Two temperature scales

Continuous
(disorder)

Ising
(order)

Temperature



Conclusions and Conclusions and 
SummarySummary

PbBO3 perovskite relaxors exhibit strong 
diffuse scattering that is polar in nature.

Onset of diffuse scattering 
correlates with anomalous 
invar-like effect.

Neutron measurements reveal a strong coupling 
between the diffuse scattering and TA phonon �
relationship between SRO and piezoelectricity

Weak

Strong

0

Td = 420 K Td
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|Fobs(200)|2

|Fobs(300)|2
= 1.24 +/- 0.20

Dynamic Structure Dynamic Structure 
Factors for TO modeFactors for TO mode



Anistropy:  (300) vs (003) …

The neutron scattering cross section 
depends on (Q u)2, where Q is the 
scattering wave vector, and u is the 
atomic displacement.

Gehring Gehring et alet al., Phys. Rev. B ., Phys. Rev. B 7070, 014110 (2004)., 014110 (2004).

Effects of E//[001] Effects of E//[001] 
on Diffuseon Diffuse

In the cubic phase, no changes are 
observed.  (No energetic incentive.)

In the tetragonal phase, the diffuse 
scattering along (003) decreases, i.e. 
the net atomic displacements along 
E // [001] diminish as expected.

However, the diffuse scattering 
along (300) is unaffected, i.e. the net 
atomic displacements perpendicular 
to E // [001] don’t change.



(110) (110)

PMN

T = 300K T = 650K
Polar diffuse scattering vanishes 
above Td ~ 420K.

Measurements above Td show the

ShortShort--Range Order:Range Order:
Diffuse ScatteringDiffuse Scattering

High Temperature Diffuse Scattering for T > Td.

(100) (100)

Hiraka Hiraka et alet al., Phys. Rev. B ., Phys. Rev. B 7070, 184105 (2004)., 184105 (2004).

Measurements above Td show the
presence of weak diffuse scattering.

We attribute this to the short-range
chemical disorder.



PbMg1/3Nb2/3O3 � PMNPMNPbZn1/3Nb2/3O3 � PZNPZN

(1-x) PZN + x PbTiO3 � PZNPZN--xPTxPT (1-x) PMN + x PbTiO3 � PMNPMN--xPTxPT

Phase Diagram 
and Notation

Morphotropic Phase Boundary
(MPB)
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